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Kratak sadrZaj

Za uspesSnu realizaciju profilakticke metode zalivanja
fisura neophodni su adekvatan izbor, planska primena
savremenih materijala (kompozitni zalivaci, kompozitni
zalivaci sa fluorom, kao i najnoviji smolom ojacani glas-
-jonomeri) i adekvatno sprovedena tehnika aplikacije
istih.

Cilj rada bio je SEM analiza kontinuiranosti i debljine
zalivaca primenom tri materijala: Fisural®, Fisurit-F® |
Ionosit-seal®. Utvrdeno je da lonosit-seal poseduje spo-
sobnost odrzavanja kontinuirane debljine na zalivenim
povrsinama fisure i nakon I1-ne godine od primene, za
razliku od ostalih zalivaca.
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Abstract

Fora successful final realisation of sealing of fissures as a
prophylactic method, what is necessary is adequate
choice, using of contemporary materials (composite
sealants, composite with fluor as well as the latest glass-
ionomer resin reinforced) and adequately pursued
technique of their applicatonas well.

The aim of the work was SEM examination of continuous
thicknes of the sealing with different materials: Fisural®,
Fisurit-F®, lonosit-seal®. There was been determined
that lonosit-seal shows the best results in the quality of
fissure sealing.
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